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CERTIFICATE OF TESTING

We hereby certify that TOP 100 topping was tested for abrasion resistance in accordance to BS EN
13892-4:2002 and BS 8204-2:2003, with following results:

Test Number Depth of EN 13813:2002 Classification
Wear (mm)
A 0
B 0 AR 0,5.
Cc 0.01
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