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CERTIFICATE OF TESTING

We hereby certify that product shown below was tested for flexural and compressive strength
in accordance to EN 13892-2:2002, with the following results:

Product Type Test Type

Compressive Mean Compressive Flexural Mean Flexural
Strength (N/mm?) Strength (N/mm?) Strength (N/mm?) Strength (N'mm?)

TOP 200 103.00 9.62

TOP 200 104.50

TOP 200 106.60 104.57 9.88 9.71

TOP 200 103.60

TOP 200 105.16 9.64

TOP 200 104.55
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